- Report No. KSS/KSBP-20-B/2018-19

K.S. SURGICAL PVT. LTD.

. 9 Office : Unchi Sadak, Dev Nagar, Near D.PS School, Modinagar - 201204 (GZB.) U.P.
"W kssurgical@gmail.com | @ www.kssurgical.com | [J +91-7055620777, 7088520777, 9756200746

Date: 08/06/2018

ANALYTICAL TEST REPORT
Name of Item :Cotton Crepe Bandage Batch No. : KSBP-20
Qty. Mfg. 9500 PCS Qty. Sampled :2PCS
Date of Mfg. JUNE 2018 Sampled On : 07.06.2018
Date of Exp. MAY 2021 Analysis Completed on:08.06.2018
S.No. Test Standard Result Remark
B.P.
1. Description : Brown Colour Pases
' Cotton Crepe Bandage .o .
2. Fiber Identiﬁcation as per B.P. — Pases
3. | Thread per dm.
Warp Min. 170 177 Pases
Weft Min 78 82 Pases
4. Weight per Unit area gm/m2 Min 140 144 g/m* Pases
5. ‘Width 10.1cm 10.1cm Pases
6. Length 4.05mt (stc) 4.05 mt(stc) Pases

REMARK : The sample Complies/dees-neteomply with specification of B.P.
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e K.S. SURGICAL PVT. LTD.

: @ Office : Unchi Sadak, Dev Nagar, Near D.P.5 School, Modinagar - 201204 (GZB.) U.P.
W kssurgical@gmail.com | @ www.kssurgical.com | § +91-7055620777, 7088520777, 9756200746

Date: 05/06/2018
‘Report No. KSS/KSBP-20-C/2018-19

ANALYTICAL TEST REPORT
Name of Item :Cotton Crepe Bandage Batch No. : KSBP-20
Qty. Mfg. : 8300 PCS Qty. Sampled :2PCS
Date of Mfg. . JUNE 2018 Sampled On :
04.06.2018
Date of Exp. : MAY 2021 Analysis Completed
0n:05.06.2018
S.No. Test Standard Result Remark
B.P.
: Description : Brown Colour : Pases
Cotton Crepe Bandage 2 o
. I
2 Fiber Identification | asperB.P. - Pases
3, . Thread per dm.
Warp Min. 170 177 Pases
Weft : Min 78 82 Pases
4, Weight per Unit area gm/m2 Min 125 130 g/m’ Pases
5 Width 8.1cm 8.1cm Pases
6. Length 4.05mt (stc) 4,05 mt(stc) Pases
REMARK : The sample Complies/dees-retcomply with specification of B.P.
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- K.S. SURGICAL PVT. LTD.

i . @ Office : Unchi Sadak, Dev Nagar, Near D.PS School, Modinagar - 201204 (GZB.) UP.
Wi kssurgical@gmail.com | @ www.kssurgical.com | ] +91-7055620777, 7088520777, 9756200746

Date: 10/06/2018
Report No. KSS/KSBP-20-A/2018-19

ANALYTICAL TEST REPORT
“Name of Item :Cotton Crepe Bandage Batch No. : KSBP-20
Qty. Mfg. : 6000 PCS Qty. Sampled : 2 PCS
Date of Mfg. . JUNE 2018 Sampled On :09.06.2018
Date of Exp. :  MAY 2021 Analysis Completed on:10.06.2018
S.No. Test Standard Result Remark
B.P.
1 Description : Brown Colour Pases

Cotton Crepe Bandage

2. . Fiber Identification | asperB.P.

T Pases
3 Tﬁread per drﬁ.
Warp. Min. 170 177 Pases
Weft | min7s 82 Pases
4, Weight per Unit area gm/m2 Min 160 164 g/m* Pases
5, Width 15.1cm 15.1cm Pases
6. Length 4.05mt (stc) 4.05 mt(stc) Pases

REMARK : The sample Complies/dees-netcomply with specification of B.P.
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at— (:/\R_‘ K.S. SURGICAL PVT. LTD.

Q Office : Unchi Sadak, Dev Nagar, Near D.PS School, Modinagar - 201204 (GZB.) UP.
W kssurgical@gmail.com | @ www.kssurgical.com | 0 +91-7055620777, 7088520777, 9756200746

Date: 12/06/2018
Report No. KSS/KSBP-20-D/2018-19

ANALYTICAL TEST REPORT

Name of Item :Cotton Crepe Bandage Batch No. : KSBP-20
Qty. Mfg. . 8300 PCS Qty. Sampled :2PCS

Date of Mfg. . JUNE 2018 Sampled On :11.06.2018
Date of Exp. :  MAY 2021 Analysis Completed on:12.06.2018

S.No. Test ' Standard Result Remark
B.P.
B Description : Brown Colour Pases

Cotton Crepe Bandage

2 - Fiber Identification as per B.P. T ‘Pases
3 ;rhread per cim.
Warp , Min. 170 177 Pases
Weft 7 = | Min 78 82 Pases
4, Weight per Unit area gm/m2 Min 115 120 g/m’ Pases
5. Width 6.1cm 6.1cm Pases
6. Length 4.05mt (stc) 4.05 mt(stc) Pases

REMARK : The sample Complies/dees-ret-comply with specification of B.P.
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